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Seam Welding Low Carbon Steel 
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Inch W. Min., 
Inch 

E. Max., 
Inch 

Lbs Cycles Cycles Inch/Min Inch Amps Inch 

.010 3/8 3/16 400 2 1 80 15 8000 3/8 

.021 3/8 3/16 550 2 2 75 12 11000 7/16 

.031 1/2 1/4 700 3 2 72 10 13000 1/2 

.040 1/2 1/4 900 3 3 67 9 15000 1/2 

.050 1/2 5/16 1050 4 3 65 8 16500 9/16 

.062 1/2 5/16 1200 4 4 63 7 17500 5/8 

.078 5/8 3/8 1500 6 5 55 6 19000 11/16 

.094 5/8 7/16 1700 7 6 50 5.5 20000 3/4 

.109 3/4 1/2 1950 9 6 48 5 21000 13/16 

.125 3/4 1/2 2200 11 7 45 4.5 22000 7/8 

 


